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Viscoelastic characterization of polymers using instrumented indentation. I. Quasiâ��static testing, abstract The use of instrumented indentation to characterize the
mechanical response of polymeric materials was studied. A model based on contact between a rigid probe and a linear viscoelastic material was used to calculate
values for the creep compliance and stress. 
Characterization of polymers of adenosine diphosphate ribose generated in vitro and in vivo, department of Biochemistry, Texas College of Osteopathic Medicine,
North Texas State University, Fort Worth, Texas 76107 Received June 27, 1986; Revised Manuscript Received December 22, 1986 abstract: Methods have been
developed andapplied to determine. 
Characterization of polymers by matrix-assisted laser desorption ionization-time of flight mass spectrometry. End group determination and molecular weight
estimates, aBSTRACT: Matrix-assisted laser desorption ionization-time of flight mass spectrometry (MALDITOF MS) allows mass measurements of large molecules
such as those present in synthetic and natural macromolecules. We have used a self-calibrating method. 
Synthesis and characterization of polymers produced by horseradish peroxidase in dioxane, abstract Polymers were synthesized from substituted phenolic and
aromatic amine compounds with hydrogen peroxide as the source of an oxidizing agent and horseradish peroxidase enzyme as the catalyst. The polymerization
reaction was carried. 
Inverse gas chromatography: characterization of polymers and other materials, the Altmetric Attention Score is a quantitative measure of the attention that a
research article has received online. Clicking on the donut icon will load a page at altmetric. com with additional details about the score and the social media presence
for the given article. Find. 
Viscoelastic characterization of polymers using instrumented indentation. II. Dynamic testing, abstract Dynamic nanoindentation was performed on a cured epoxy, a
poly (methyl methacrylate)(PMMA), and two poly (dimethyl siloxane)(PDMS) samples of different crosslink densities. These samples were used to compare dynamic
nanoindentation with. 
Polymer chemistry, ziegler Natta complex catalyst polymerization) , whereas, the second part illuminates on the different spectroscopic techniques (ie UV-vis, FTIR, 1
H-NMR, 13 C-NMR, X-ray, and SEM) and thermal analysis techniques (ie TGA and DSC) used for the characterization of polymers. 
An overview on field-flow fractionation techniques and their applications in the separation and characterization of polymers, abstract Field-flow fractionation (FFF)
is a family of analytical techniques developed specifically for separating and characterizing macromolecules, supramolecular assemblies, colloids and particles. It
combines the effects of a laminar flow profile with an exponential. 
Characterization of polymers by matrixâ��assisted laser desorption/ionization timeâ��ofâ��flight mass spectrometry: Molecular weight estimates in samples of varying,
abstract Matrix-assisted laser desorption/ionization time-of-flight mass spectrometry (MALDI-TOF MS) allows the detection of large molecules such as those present
in synthetic and natural macromolecules. Synthetic polymers may show a wide range of molecular weight. 
The use of GPC coupled with a multiangle laser light scattering photometer for the characterization of polymers. On the determination of molecular weight, size and,
abstract The use of gel permeation chromatorgraphy (GPC) coupled with the multiangle laser light scattering (MALLS) detector for the determination of molecular
weight and size distribution and for the identification of polymer branching is demonstrated on several.
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